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2t is recommended that 0.5g minimum samples be taken for f Na,O, fusion-AgNOS—( NH,),S5,05—FeS0,—KMnO, t-
analysis, tration.
®Na,0, fusion—AgNO,—(NH,),$, 04— coulometric titra- £H,50,,-HNO, dissolution.
ctlon. hThermal conductivity.
Activation analysis. 1 ¥ olumetric titration method.

d] g sample plus copper accelerator bumed in oxygen at 1450
C and sulfur dioxide absorbed in starch iodide solution,
fodine liberated from iodide by titration, during the
combustion, with standard KIO, solution.

1 !
“Double dehydration with H,S0,. Alkali-Molyhdate method.

I Na, 0, fusion—FeS0,-KMnO,, titration.
k11C10,, oxidation—FeSO,-KMnO, titration.

The material for this standard was furnished by the Metals Division of Union Carbide
Corporation. .

The overall direction and coordination of the technical measurements leading to certification
were performed under the chairmanship of O. Menis and ]J. I. Shultz.

The technical and support aspects involved in the preparation, certification, and issuance of this
standard reference maierial were coordinated through the Office of Standard Reference Materials
bv R. E. Michaelis.
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